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EXECUTIVE SUMMARY

The integrity of reactor pressure vessels (RPVs) is crucial to ensure safe operation of nuclear reactors
under extended lifetime. Microstructure scale models at various length and time scales, coupled concur-
rently or through homogenization methods, can play a significant role in understanding and quantifying
irradiation induced defect production, growth and their influence on mechanical behavior of RPV steels.
A multi-scale approach, involving atomistic, meso and engineering scale models, is currently being pur-
sued within the Grizzly project to understand and quantify irradiation induced embrittlement of RPV
steels. Within this framework, a dislocation-density based crystal plasticity model has been developed in
Grizzly that captures the effect of irradiation induced defects on the flow stress behavior and is presented
in this report. The present formulation accounts for the interaction between self-interstitial loops and
matrix dislocations. The model predictions have been validated with experiments and compared against
dislocation dynamics simulations.
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1 Introduction

The long-term exposure of reactor pressure vessels (RPVs) to irradiation causes precipitation and segregation
of secondary phases and formation and growth of defect clusters and loops. These irradiation induced defects
embrittle the RPV steels and increase their propensity to catastrophic failure [1]. For instance, with increasing
fluence an increase in the yield stress is typically observed. Also, the ductile-to-brittle transition temperature
(DBTT) has been observed to increase with irradiation dose levels. Hence, to ensure safe extension of
operational lifetime of nuclear reactors, accurate assessment of RPV steel embrittlement is essential.

The present approaches to quantify embrittlement in RPVs rely on semi-empirical models that are cali-
brated using the surveillance samples in the reactors [2]. Though these models have successfully quantified
DBTT shifts and yield stress increase for the purpose of life extension from 40-60 years, their accuracy for
future predictions can be hindered due to the lack of experimental data. Multi-scale models of irradiation
induced aging can assist in improving the predictive ability of the semi-empirical models by providing sur-
rogate data, as well as identifying mechanisms that can emerge due to longer exposures beyond the designed
period [3]. These models span widely differing length and time-scales from atomistics to engineering scale,
and provide physical understanding of defect formation, their interaction and effect on mechanical behavior.

At the scale of fracture specimens, the models developed to characterize DBTT shifts primarily incorpo-
rate the mechanisms causing stable ductile damage and probabilistic cleavage initiation. For ductile damage,
pressure sensitive plasticity models characterizing void nucleation, growth and coalescence are utilized [4, 5].
The model parameters are calibrated from tensile tests and/or fracture tests at the upper shelf. The cleav-
age initiation models are based on the weakest link theory, which incorporates the mechanism of plasticity
induced micro-crack formation from grain-boundary carbides and their growth into a macro-crack causing
unstable failure. The Beremin model [6], which uses the weakest link theory-based Weibull distribution [7]
for probabilistic cleavage initiation, is employed to capture the scattered fracture energy and toughness data
observed in the transition regime. The Beremin model parameters are calibrated near the lower shelf.

A combination of the ductile damage and Beremin model has been used in finite element (FE) simu-
lations of fracture specimens to obtain DBTT by several authors [8, 9, 10]. In [10], the calibrated damage
parameters are kept constant and only the temperature-sensitive flow stress is varied to obtain the DBTT of
unirradiated RPV steels. In [8], temperature dependent Beremin model parameters are considered addition-
ally to obtain improved comparison with experiments. Under irradiated conditions, it has been observed that
both the ductile damage and cleavage model parameters vary with fluence [9]. In a parametric study using
tensile test data for ferritic-martensitic steels [11], it has been shown that the effect of varying the ductile
damage parameters saturates with increasing fluence, whereas flow stress parameters still evolve. From these
numerical studies it can be concluded that accurate characterization of flow stress variation with temperature
and irradiation dose levels is essential to evaluate DBTT shifts. Also, quantifying the yield stress variations
alone is not sufficient to obtain the DBTT shifts and evaluation of flow stress variations until some cut-off
plastic strain is necessary [12].

Modeling the evolution of flow stress with irradiation involves the development of methods to track defect
evolution and its interaction with dislocations. Atomistic scale method such as Molecular Dynamics (MD)
can provide insight into the fundamental mechanisms and the associated energetics. Coarse grained methods
such as adaptive Kinetic Monte Carlo (aKMC) and Dislocation Dynamics (DD), can subsequently utilize the
information from MD to model larger representative volumes for longer time. Meso-scale methods such as
phase-field, cluster dynamics and crystal plasticity can further extend the length and time scales of defect
evolution and interaction to poly-crystalline systems. The predictions from the crystal-plasticity models can
then be utilized to define the flow stress variations at the specimen-scale simulations. Hence in the present
work, a crystal plasticity based modeling approach is being developed to quantify the interaction between
irradiation induced defects and dislocations with the objective of obtaining correlations between irradiation
fluence and flow stress variations in RPV steels.



The nucleation and growth of irradiation induced Cu, Ni and Mn precipitates is one of the sources of
embrittlement in RPV steels [1]. These precipitates act as obstacles to dislocation motion and increase the
yield stress of the irradiated material. Point defect clusters and loops have also been observed to significantly
influence the flow stress behavior of ferritic and ferritic/martensitic steels [13]. The irradiation induced pris-
matic self-interstitial atomic (SIA) loops have been observed to obstruct dislocation motion, which increases
the yield stress of the material. However, as the dislocations are unpinned they annihilate the SIA loops
causing the formation of defect free channels. The formation of such clear channels have been observed
experimentally and can explain the loss of strain-hardening capacity in ferritic/martensitic steels irradiated
to high dose-levels [13].

The crystal plasticity models presented in this report investigate the variation of flow stress with irradia-
tion by considering the interaction between prismatic SIA loops and network dislocations. In the first model,
the prismatic loops are assumed to be present on all the slip-systems and the annihilation of the defect loops
is incorporated by a decreasing loop density rate with mobile dislocations [14]. RPV steels have a BCC crys-
tallographic system and the cross-slip of screw dislocations via double-kink mechanism has been observed to
influence the flow behavior significantly in these materials. The cross-slip mechanism has been addressed in
the first model and incorporated using a critical stress driven activation energy based law. The second model
presented in this report extends the first model by considering the SIA loops on specific crystallographic
planes (1/2(111) and (100)) and their annihilation by mobile dislocations using a damage tensor [15]. Both
these models have subsequently been validated with experiments [16] and dislocation dynamics simulation
[17], respectively.



2 Dislocation-density based crystal plasticity model

In the crystal plasticity model [18], the deformation gradient tensor, F, is multiplicatively split as

F=FF (1)

where F¢ and F? are the elastic and plastic deformation gradients, respectively. The multiplicative split
assumes an intermediate configuration where inelastic deformation occurs through dislocation motion along
specific slip systems. This configuration is subsequently stretched and rotated elastically to the current con-
figuration. A schematic of the initial, intermediate and current configurations at a time in the deformation
history is shown in Fig. 1.
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p

Figure 1: Multiplicative decomposition of the deformation gradient and the associated configurations at a
time in the deformation history.

The rate of evolution of F” occurs through glide of dislocations along different slip systems as
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where 7 is the glide rate on an individual slip system, a, and, m{ is the direction of glide and n] is the slip
plane normal in the intermediate configuration. The glide rate on a slip system in Eq. 2 evolves following
Orowan’s equation

7" = plyy b 3)
where pf, is the density of mobile dislocation, b* is the Burger’s vector and v is velocity of mobile dislo-
cations on the slip system. The v* is defined using the activation enthalpy driven flow rule [14] as
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where [* is the average dislocation glide distance between barriers, v is the jump frequency, AF is the
activation energy under zero stress, Ky is Boltzmann’s constant, T is the absolute temperature, 7% is the
resolved shear stress, and, s% and s7 are the athermal and thermal resistances to slip, respectively. The
resolved shear stress 7% is related to the 2" Piola-Kirchhoff stress in the intermediate configuration (T*)

following
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The evolution of s7 is based on the dispersed barrier hardening model [14]

5= Gb* /2 q,A pP (6)
p

where G is the shear modulus, A% is the matrix with interaction coefficients of dislocations between different
slip systems, g, is a parameter and p” is the total dislocation density on a slip system (p* = pf, + p7) with
contributions from mobile and immobile dislocations (p7). The athermal slip resistance s;* depends on short-
range obstacles and is related to the Peierl’s barrier for BCC system [14]. The evolution of p‘j"w follows [14]

i Ko . . 2R . 1.
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where the first term represents dislocation multiplication following the Frank-Reed mechanism. The second
term is the contribution from cross-slip of screw dislocations. The third term represents annihilation of
dislocations of opposite signs, and, the fourth term represents the immobilization of dislocations due to
trapping by pre-existing immobile dislocations and defects. In Eq. 7, k,,,, is a multiplication factor, R, is
tllle annihilation radius of dislocations with opposite signs and A* is the mean trapping distance defined as

-z = B,"/p*. The evolution of pf is defined as

= 171 = Kapur 1771 ®)
where the second term represents the dynamic recovery of the immobile dislocations and k,;,, is a dynamic
recovery factor.

There are a total of 48 slip systems in a BCC crystal system, including 12 (111) {100}, 12 (111) {112}
and 24 (111) {123}. A schematic of these slip systems is shown in Fig.2. Conversely, each of the 4 1/2 (111)
slip directions is associated with 12 slip planes.

o
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Figure 2: Family of slip systems in BCC crystal: (a) (111) {100}; (b) (111) {112}; (¢) (111} {123}.
Owing to such a crystallography in BCC system, screw dislocations along a slip direction can cross-slip

on any of the 12 planes via a double-kink mechanism. The mechanism of cross-slip is thermally activated
and is defined using a critical stress based law following
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where @ is the family of planes corresponding to a particular slip direction, z* is the critical stress, V/, is
the activation volume for cross-slip and k_, is a cross-slip parameter. The first term in Eq. 9 represents the
probability of cross-slipping of dislocations from other slip systems in @ to the slip system a while the second
term represents the cross-slipping of dislocations from slip system a to other slip systems in the family of
planes. In the present model no distinction between edge and screw dislocation densities has been made,
and it is assumed that inelastic deformation occurs due to mobile screw dislocations. A more sophisticated
cross-slip model for BCC systems considering edge and screw dislocation densities has been provided in
[19].



3 Loop interaction models in the dislocation-density based crystal
plasticity framework

Two different models for the interaction of network dislocations with SIA loops have been considered in this
work and are described below.

3.1 Distribution of SIA loops on all slip systems: Model-I

In this model [14], the SIA loops are considered on all the BCC slip systems and their effect on the athermal
resistance is defined by

¥ = Gb® \/ Y q,A%pP + q;N*d* (10)
p

where g; is a parameter, N/ is the number density of loops on slip system «a and d is the size of the loops.
The loops also modify the mean trapping distance of mobile dislocations following

= = B+ p N an

where f; is a scaling parameter. Once the dislocations become glissile by overcoming the loop resistance,
they start annihilating the loops. The annihilation of the loops by the mobile dislocations is incorporated via
a phenomenological relationship

. R -
Nyt = = (NFds) (o) 177 (12)

where R, is the annihilation radius and c is a factor.

3.2 Distribution of SIA loops on specific habit planes: Model-lI

In this model [15], a second order damage descriptor tensor (H ) is utilized to capture the interaction between
network dislocations and irradiation induced SIA loops. The damage tensor is defined as
H=Y 3dN! <£—Q§®Q§) (13)
= 4 =
where d l’ is the hexagonal loop diameter, Nl.’ is the initial number density of loops and nﬁ are the normals to
the loop planes. The annihilation of the loops is defined by

B o=on 3 (N H) N (14

where # is the scaling factor for annihilation and N* is a second order tensor of slip plane normals, N* =
ng ® ng. The form of Egs.13 and 14 ensures that the loops are not annihilated by mobile dislocations whose
slip planes coincide with the habit planes of the loop. The effect of the loops on the athermal resistance is

defined as

5o =Gb"‘\/2 quaﬂpﬂ+qi£" T H (15)
B



4 Numerical integration of the crystal plasticity model

The dislocation density based crystal plasticity model has been implemented in the Grizzly application under
MOOSE [20]. The system of equations provided in Section 2 has been integrated using the implicit backward
Euler scheme. Two different integration algorithm has been implemented. In the first algorithm, the residual
equation is constructed for the 2"¢ Piola-Kirchhoff stress in the intermediate configuration [21] and solved
using a Newton-Raphson method following

R=T"-E:3(c-1) (16)
=

J=1Q®I1I—-=-F — 16b

J=181-3E: o5 (16b)

T =T = Ji ' Rig (16¢)

where R and C¢ are the second order residual and right Cauchy-Green tensors respectively, and, J and E
are the fourth order Jacobian and elasticity tensors, respectively. The subscripts i and i + 1 are the Newton-
Raphson iterations. In the stress update iterations, the densities of dislocations and loops are kept constant,
and are subsequently updated as

Suerint = &t (807101 ) A a7

until the convergence criterion

|8nstin1 — &neri| < 18n (18)

is satisfied. In Eqs. 17 and 18, g represents the state variables and # is a relative tolerance value.
In the second algorithm, the residual equations are constructed for slip rate on individual slip systems
[22] and solved using Newton-Raphson iterations as

R* =% — h* (2%, g%) (19a)
a

Job — §ab _ % (19b)

.. p-1

i =i - RS, (190

The densities of dislocations and SIA loops are updated within every Newton-Raphson iteration to solve
the slip rate following Eq.17. The second algorithm avoids the additional outer loop to update the state vari-
ables that exist in the first algorithm. Hence, this approach allows larger time steps than the first algorithm.
However, the factorization operations in this algorithm scale with number of slip systems and can increase
the computational cost when compared to the first algorithm, particularly for BCC materials with 48 slip
systems.

Additionally, to aid convergence, the evolution of dislocation density via cross-slip is updated following
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where 7 and p‘j”w’n are the resolved shear stresses and mobile dislocation densities, respectively, evaluated
in the previous increment, n.

Substepping has also been incorporated in the integration algorithms to avoid global time step reduction
for local constitutive solve failures. In substepping, the applied deformation gradient is halved recursively
following

Fo,=p(Fy —F,) /2" +F, 1)

n n

if the local solve fails. In Eq.21, p € [1,2"] and m > 0 is the substep number.
Further, the flow velocity in Eq.4, having a discontinuity at [z%| —s% = 0, has been regularized following

a _ ja lc| + ¢ \? le| + ¢
v-lvexp(—f[(l—( 5 >>+ 27 > (22)

where f = AF/ (K BT), c = (|r“| - sg) /s{ and { is a penalty parameter. The regularization addresses
convergence issues that can arise because of the discontinuity particularly for small values of f. A com-
parison of the flow velocity between the unmodified and regularized velocity equation for different { values
is shown in Fig.3. The comparison has been performed for /v = 1 and f = 1. Based on the comparison,
¢ = 107 has been used in all the simulations.
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Figure 3: Effect of penalty parameter, {, on the regularized flow velocity. { = O represents the unmodified
equation. Values of /v =1 and f = 1 have been considered for comparison.



5 Results and Discussion

5.1 Comparison between the two numerical integration algorithms

A comparison between the two numerical integration algorithms has been performed by loading a single
element uniaxially. Symmetric boundary conditions have been applied on the other faces not involved in the
uniaxial loading. The parameters provided in [14] have been utilized in this simulation. A value of 103 and
0.8 has been used for parameters k., and c, respectively. The single element has been rotated by 10° to induce
non-symmetricity and cross-slip. A comparison of stress, and, minimum and maximum mobile dislocation
densities is shown in Fig.4. The two algorithms provide nearly identical solutions, hence a single curve is
shown for the results, and a second curve shows the difference between the solutions.
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Figure 4: Comparison of (a) stress (b) minimum mobile dislocation density (um™2), and (c) maximum mobile
dislocation density (um~2), between the two numerical integration algorithms. The percentage difference is

calculated as 'Ualgorithml - Ualgorithm2| /Ualgorithml‘

5.2 Effect of cross-slip on the evolution of dislocation densities

The FE model described in Section 5.1 has been utilized to compare the evolution of dislocation densities
and stress for various values of the cross-slip parameter, k., and is shown in Figs.5, 6 and 7. With higher
values of k_, cross-slip of dislocations to the active slip systems are increased. This can be observed from
Fig.5a, where maximum mobile dislocation densities are much higher for larger k., values and corresponds to
slip systems to which dislocations have cross-slipped. Similarly, mobile dislocation densities in the inactive
slip systems decrease since they cross-slip to the active slip systems (Fig.5b). For k,, = 10*, cross-slip of
almost all the mobile dislocations can be observed from Fig.5b. Immobilization of dislocations is similarly
minimized for higher values of k., since they have a higher propensity to stay mobile via cross-slipping as
can be observed from Fig.6a. Additionally, the overall density of immobile dislocations decreases for higher
values of k., due to the added effect of dynamic recovery and is shown in Fig.6b. Since the increase of
mobile dislocation densities associated with higher values of k, is larger (Fig.5a) than the immobilization
due to lower k., values (Fig.6a), the strain-hardening effect is more pronounced for the former case (Fig.7).

5.3 Effect of cross-slip on the annihilation of SIA loops

The single crystal model described in Section 5.1 has been utilized to investigate the influence of cross-slip
on annihilation of SIA loops. The presence of loops decreases the mean free path of dislocation trapping
following Eq.11, resulting in rapid immobilization of dislocations, as can be observed in Fig.8b. On the
activated slip systems where cross-slip can occur, a significant increase in mobile dislocation density can
subsequently be observed (Fig.8a), which scales with k. Significant trapping of dislocations on the systems
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Figure 5: Effect of cross-slip parameter, k., on (a) maximum and (b) minimum mobile dislocation densities.
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where cross-slip occurs can also be observed in Fig.9a. The interaction between the cross-slip of mobile
dislocations and trapping plays a competitive role as can be observed from the rate of annihilation of SIA
loops in Fig.10. Though a higher rate of cross-slipping due to larger k., values increases the density of mobile
dislocations significantly (Fig.8a), increased immobilization decreases the density of mobile dislocations
that are required to annihilate the loops. Thus with increasing k., beyond a critical value (10 in this case), a
decrease in the rate of annihilation of SIA loops can be observed in Fig.10. This reduction is also reflected
in the evolution of stress (Fig.11). For k., = 10* a transition from softening to hardening is also envisaged
due to significant increase in the mobile and immobile dislocation densities.
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Figure 8: Influence of cross-slip parameter, k., and dislocation trapping on (a) maximum and (b) minimum
mobile dislocation densities.
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5.4 Validation of Model-l with experiments

The first model is validated with experiments considering a poly-crystalline microstructure with 25 randomly
oriented grains and a representative size of 25um X 25um X 25um. The poly-crystalline microstructure is
discretized using a mesh size of 1um and is shown in Fig.12. The microstructure is uniaxially strained along
the y-direction and minimally restrained along the other directions. The values of the parameters provided
in [14] have been used for validation, except for k., for which a value of 100 has been considered. Also, 3D
FE simulations have been performed here in contrast to 2D generalized plane strain FE simulations in [14].
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A comparison of the engineering stress-strain response for the unirradiated Mod 9Cr-1Mo F/M steel [16]
at two different temperatures is shown in Fig.13. As can be observed from the figure, the dislocation density-
based crystal plasticity model is able to capture the stress-strain evolution satisfactorily. The distribution of
stress, equivalent plastic strain and maximum mobile dislocation density for T =437 K at 5% strain is shown
in Fig.14. As can be observed from the figure, the microstructure undergoes a heterogeneous evolution
of state that strongly depends on the orientation of crystals in the poly-crystalline microstructure. Such
heterogeneous evolution strongly influences the localization of damage, which will be considered in future
studies.
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Figure 13: Comparison of engineering stress strain between dislocation density based crystal plasticity model
and experiments for unirradiated Mod 9Cr-1Mo F/M steel.
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Figure 14: Distribution of (a) stressx10° (MPa), (b) equivalent plastic strain and (c) maximum mobile dis-
location density ( ,um_z), for T =437 K at 5% strain.

The effect of irradiation on the stress-strain behavior has been validated for the same material irradiated
to different dose-levels (2.9 and 0.9 dpa) and tested at two different temperatures (437 and 323 K) [16]. In the
FE simulations, a much smaller mesh size (0.33 pm) has also been utilized, consistent with the width of the
clear channels observed experimentally. The values g; = 0.2 and k., = 1 has been used in these simulations
different from [14]. For T = 437 K and dpa = 2.9, a SIA loop density of 8.5x10'3m™3 and size 6.3 nm has
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been used from [23]. For T = 323 K and dpa = 0.9, a smaller loop density of 8.1x10'*m~3 and size 6.0 nm
has been utilized.

The comparison of the engineering stress-strain is shown in Fig.15a. As can be observed from the figure,
very little uniform strain is present for both the conditions and is satisfactorily captured by the model. A
comparison of the engineering stress-strain evolution for various mesh sizes is shown in Fig.15b. The stress-
strain evolution prior to softening is almost identical for both mesh sizes. However, a higher softening rate
can be observed for the finer mesh, in which localization is more severe and is typical for local models

developed presently.
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Figure 15: Comparison of engineering stress-strain between (a) dislocation density based crystal plasticity
model and experiments, (b) two different mesh size (h in um), for radiated Mod 9Cr-1Mo F/M steel.

The distribution of plastic strain and minimum SIA loop density at ~3.5% strain is shown in Fig.16.
From this figure, the formation of localization bands due to the annihilation of SIA loops by the mobile
dislocations is evident. Also, the formation of clear channels can be observed to be strongly dependent on
crystal orientations (Fig.16). Capturing such anisotropy is only possible through the use of crystal plasticity-
based models and justifies its use in this work.

5.5 Comparison of Model-Il with dislocation dynamics simulations

The comparison of the second model (Section 3.2) with DD simulations is presented in [17]. In the current
implementation of this model, inelastic deformation is described using dislocation densities instead of phe-
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Figure 16: Distribution of (a) equivalent plastic strain and (b) minimum SIA loop number density (ym_3),
for radiated sample at 2.9 dpa and T = 437 K. The contour plot is at ~3.5% strain level.

nomenological evolution of slip resistances and is a diversion from the original formulation [15]. Prior to
this comparison, the parameter g; (Eq.15) has been calibrated from DD simulations for the Nil = 0 case,
and, the initial mobile and immobile dislocation densities are assigned values of 10’mm™2. The values of
all other parameters have been obtained from [14]. Cross-slip has also been neglected in the verification,
consistent with the DD simulations. The single crystal FE model described in Section 5.1 has been utilized
for the model verification. A comparison of the stress-equivalent plastic strain between the crystal plasticity
and DD simulations is shown in Fig. 17. As can be observed from the figure, the crystal plasticity model
is able to capture the increase in yield stress and the post-yield hardening/softening behavior satisfactorily,
with minimum calibration of parameters.
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Figure 17: Comparison of stress-equivalent plastic strain between dislocation density based crystal plasticity

(CP) model and DD simulations. In the figure, N represents the number density of SIA loops in pm™3.
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6 Summary

In this report, a dislocation-density based crystal plasticity model has been developed in Grizzly. This model
captures the effect of irradiation-induced defects on the flow stress behavior of ferritic and ferritic/martensitic
steels. The formulation incorporates the interaction between self-interstitial loops and matrix dislocations.
Such interactions lead to an increase in the yield stress and softening at higher strain levels due to defect
annihilation. Two different algorithms have been implemented to numerically integrate the evolution equa-
tions in the crystal plasticity formulation and have been compared. The present formulation also incorporates
cross-slip, which is pertinent in BCC systems. Finite element simulations of representative microstructures
have been performed and the predictions from the model have been compared with experiments at different
test temperatures and irradiation dose levels.

Future work will focus on effect of precipitation on the flow stress in RPV steels. After incorporating
the relevant hardening/softening mechanisms, extensive comparison with experimental data of flow stress
for RPV steels will be made. The framework will also allow modeling of cleavage micro-crack initiation and
propagation at the length scale of poly-crystals, and will be considered in future efforts under Grizzly.
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